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Self-compacting concrete (SCC) is a concrete which in the 
fresh state is able to flow and to consolidate under its 

own weight
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ADMIXTURES FOR CONCRETE
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Admixtures are used to create and modify properties of 
fresh and hardened concrete, their usage is more 

complicated in SCC.
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fresh and hardened concrete, their usage is more 
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 rheological admixtures: high range water 
reducing/superplasticizing admixtures, water 
reducing/plasticizing admixtures, viscosity modifying 
admixture, water retaining admixture
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 other admixtures: air entraining, set retarding and 
accelerating, hardening accelerating, water resisting 
admixture, antifreezing,  shrinkage reducing, expansion 
producing, ASR inhibiting, corrosion inhibiting, 
waterproofing, pigments, etc.
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waterproofing, pigments, etc.

Rheological effects of use admixtures in SCC under 
influence of various technological factors and how to 

control them.
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Superplasticizer should enable the required reduction of 
the amount of water in concrete and achieving and 

maintaining the required rheological properties of the 
mixture during the concreting process. 
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Factors influencing effectivness of superplasticizers:
 superplasticizer properties - chemical composition and 

polymer nature,
 type, chemical and mineral composition and specific surface 

area of cement;
 amount of superplasticizer added, 
 time of adding the superplasticizer in relation to the time of 

mixing of cement and water;
 type and properties of mineral additives, in particular 

chemically active additives;
 mixture temperature;
 presence of other chemical admixtures.
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Water reduction:
SNF  20%
PCE >> 20% 

EFFECTIVNESS OF SP – Sp and cement properties
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Fg = 3,13·10-3 · Swc · (0,25 · C3A + 2,33 · Na2Oe)

Polycarboxylate ether-
based SP are used for 

SCC
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Increased content of C3A 
and / or Na2Oe in cement 

and increased surface 
area of the cement 

lowers the effectiveness 
of PC and PE 

superplasticizers
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w/c = 0,35   w/c = 0,35   

w/c = 0,30   w/c = 0,30   
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EFFECTIVNESS OF SP – Sp content  and mortar 
volume



EFFECTIVNESS OF SP – time effects
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Cement  typeCement  type

SP typeSP type

EFFECTIVNESS OF SP – temperature
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C3A Na2Oeq Cement specific surface



 Cement type Cement type

 w/c ratio w/c ratioSP type SP type 

EFFECTIVNESS OF SP – temperature
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SP content SP content 



EFFECTIVNESS OF SP – temperature
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SP type w/c ratio

SP 1, w/c = 0,3 SP 2, w/c = 0,4SP 2, w/c = 0,3
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Viscosity Modyfing Admixturures (VMA) are used to 
eliminate or reduce segregation and bleeding  of SCC, as 
well as to reduce the sensitivity of the self-compacting 
concrete mix to the changes in the amount of water and 
to reduce its pressure on the formworks. 

Viscosity Modyfing Admixturures (VMA) are used to 
eliminate or reduce segregation and bleeding  of SCC, as 
well as to reduce the sensitivity of the self-compacting 
concrete mix to the changes in the amount of water and 
to reduce its pressure on the formworks. 

Influence of VEA on SCC properties 
with time



VISCOSITY MODIFYING ADMIXTURE
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Effect of SP 
type

Cement 
type

cement #1(C3A = 2%, Na2Oeq = 0.3%)
cement #2 (C3A = 2%, Na2Oeq = 1.1%)
cement #3 (C3A = 12%, Na2Oeq = 0.3%)



AIR ENTRAINING ADMIXTURE
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Air-entraining admixtures are used to improve the 
freeze-thaw resistance of concrete. 
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SCC must comply with strict requirements of workability and 
the introduction of AEA significantly affects the rheological 
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Presence of AEA can influence the reduction in effectiveness of 
the superplasticizer.  
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uncontrolled aeration of concrete and affect structure of air 

-entrainment.
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Effectiveness of AEA action is influenced by many material and 
technological factors.  Strict procedure of SCC production, 

transport and placing is necessary.
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AIR ENTRAINING ADMIXTURE
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OTHER ADMIXTURES
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Water retaining admixtures  - in typical dose necessary to 
achieve the desired effect worsens workability.

Water retaining admixtures  - in typical dose necessary to 
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Water resisting admixtures  - that display hydrophobic 
abilities, in particular admixtures based on soap and fats, aerate 
the mixture and improve workability, in combination wuth SP 
aeration may be high.

Water resisting admixtures  - that display hydrophobic 
abilities, in particular admixtures based on soap and fats, aerate 
the mixture and improve workability, in combination wuth SP 
aeration may be high.
Shrinkage-reducing admixtures - most of the shrinkage-
reducing admixtures are surface-active substances and improve 
workability .

Shrinkage-reducing admixtures - most of the shrinkage-
reducing admixtures are surface-active substances and improve 
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Set retarding admixtures - reduces the scope of changes of 
rheological parameters of the concrete mix in time.
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rheological parameters of the concrete mix in time.

Set accelerating admixtures  - improving initial workability, 
may have negative impact on workability loss .

Set accelerating admixtures  - improving initial workability, 
may have negative impact on workability loss .



SUMMARY
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Proper selection of admixtures, especially 
superplasticizer is crucial for the proper implementation 
of SCC. Presented relationships shown the general 
information on influence of admixtures on SCC rheologial 
properties. 
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Prediction of efectivness of admixtures is difficult. It is 
always necessary to verify admixtures action by 
experimental research which takes into account all 
material and technological factors and conditions 
occurring during the concrete processing.
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Choosing the admixtures to the SCC is best made on the 
basis of the tests performed on mortars. 
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RHEOLOGICAL PROPERTIES  OF MORTARS AND 
CONCRETE
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